
Plastic Composite Decking specifications 

Cross section 5 ½ inch width by 1 ½ inch depth (2”X 6”), and 3 ½ inch width by 1 ½ inch depth (2”X4”) 

Composition: HDPE with at least 50% recycle content reinforced by inorganic fillers such as milled 

fiberglass.  

Wood grain embossed surface 

 


